                                  CHEMPHOS  99

WITH                                 

 CHEMTONER  25

CHEMPHOS 99 is an accelerated  hot dip zinc phosphating process for general use on steel and zinc.

APPROVALS

CHEMPHOS 99 meets specification WPN/GEN/3:1965 as a Class I accelerated process and the requirement of IS:3618 – 1965 Class A

USES

CHEMPHOS 99 is ideal for a wide range of zinc and ferrous metal articles.  Its ability to produce coatings of different weights depending on the cleaning method used makes it particulars suitable for finishes to the trade, who are pretreating a large range of articles for different purposes.

Typical uses include car accessories, metal cases, signs, stampings, castings, forging, sheet metal parts and car bodies.  In addition it is recommended for articles which will have to withstand severe climatic conditions after painting.

OPERATING SUMMARY

BATH TEMPERATURE

:
75 –80OC  

IMMERSION TIME

:
10 – 20  MTS

BATH MAKE UP

:
3 - 7 litres of Chemphos 99     per 100 Litres  




100 ml of Chemtoner 25           of water

BATH POINTS

:
45 - 50

CHEMTONER TITRATION

:
0.5 – 1.5 ml

NOTE:      The above parameters are for normal operation.  Our Technical                      Representative may suggest deviations that may be necessary to meet specific production conditions. 
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PROCESS

PRECLEANING

1. Remove all grease by Trichloroethylene degreasing, Chemsol Emulsion Cleaners, Chemlenes or solvent wiping.  Rinse where necessary.

2. Remove any rust and scale present by immersing in Chemdine and rinsing.  Alternatively, if the scale is heavy, the surface should be shot blasted or pickled.

PHOSPHATE COATING

Immerse in the Chemphos 99 bath for 10 – 20  minutes at 75 – 80oC

RINSING

Rinse in clean running water followed by a hot water rinse containing a trace of Chemlyte 10.  Chemlyte in the final rinse counteracts the effects of any hardness in the rinse water and improves the corrosion resistance.  It also acidifies the surface slightly before drying and thereby ensures good paint adhesion even under prolonged humid conditions.

DRYING

Dry using an oven or compressed air, if necessary.  Heavy guage steel parts often contain sufficient heat to dry the surface and no extra heat is needed.

Small parts can be dried on a hot plate or in a heated centrifuge.

SEALING

Phosphate coatings are not  themselves rust-proof and must be sealed with paints, stain or oils as soon as possible to provide permanent protection.
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BATH MAKE UP & OPERATION

CHEMICALS REQUIRED

Three processes require CHEMPHOS 99, CHEMTONER 25 and CHEMLYTE  for use in the final rinse.

MAKE UP

1. Partially fill the tank with water and add 5 litres of CHEMPHOS 99 for every 100 litres of bath.

2. Fill the bath to its operating level with water and stir the solution thoroughly

3. Heat the bath to its operating temperature.

4. Immediately before commencing production add 100ml of CHEMTONER 25 for every 100 litres of bath.

BATH CONTROL 

Restore the working level of the bath regularly with tap water to make good evaporation and drag-out losses.  Check the Chemphos 99 and Chemtoner 25 concentrations using the tests described below.  Before testing adjust the Chemphos 99 bath, to its normal working level with tap water, stir and check that the bath is at its working temperature.

CHEMPHOS 99 CONCENTRATION

This should be checked twice daily.

TITRATION METHOD

1. Pipette 10ml of the bath solution into conical flask

2. Add a few drops of phenolphthalein indicator solution and mix by shaking

3. Titrate with 0.1 N Sodium Hydroxide until a permanent pink color is obtained.

4. The number of ml of 0.1N Sodium hydroxide added is the Points of the bath.  

5. Add 160 ml of Chemphos 99 per 100 litres of bath for each Point below 30.







….4……

                                                          - 4-

CHEMTONER TEST BY STARCH IODIDE PAPER

· Check that the bath temperature is correct

· Dip a piece of Starch Iodide paper in the bath.  After 15 seconds, the color change will indicate the concentration of the Chemtoner as shown below:

	NO CHEMTONER 

----
Remains  White

	INSUFFICIENT CHEMTONER     ----      Pale Mauve

	CORRECT CHEMTONER           ---        Blue to Dark blue                 

	EXCESS CHEMTONER                   ----       Black


· If necessary add more Chemtoner 25

NOTE

It is important to maintain the Chemtoner 25 at the correct concentration and if required small additions of Chemtoner 25 should be made at regular intervals.  If there is too much Chemtoner 25 present or large amounts added infrequently there will be excessive sludge formation and wastage of Chemphos 99.  If there is too little Chemtoner 25, iron salts may accumulate in the bath and throw it out of balance.  The bath then often has a brown color and although it may turn starch iodide test paper very pale blue it will not produce normal coatings. The bath then often has a brown color and although it may turn starch iodide test paper very pale blue, it will not produce normal coatings.  The brown color can be cleared by raising the temperature of the bath as much as possible and making successive additions of 200ml of Chemtoner 25 per 100 litres of bath.  While clearing the color, brown fumes will be given off and heavy sludge will form.  The bath should be desludged before bringing into use.

This accumulates in the bottom of the tank and when it begins to interfere with the processing, the bath should be cleaned out.  To do this allow the sludge to settle, discard the clear solution into the emptied rinse tank and discard the sludge.  Wash out the Chemphos 99 tank and return the solution.  Restore the bath to its operation level by adding tap water and Chemphos 99 in the same proportions as the original bath.

The Initial charge and replenishment data contained herein are normal for most installations.  Our TCF representative may suggest a deviation from this data to meet specific requirement or local conditions.
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CHEMTONER TEST BY TITRATION

Before doing the titration, the bath is tested with starch iodide paper.  It must be positive.  If not, Chemtoner 25 must be added and ensure that the bath is positive to starch iodide paper test.

1. Pipette 50 ml bath solution into a flask

2. Add 5ml of conc.Sulphuric acid and mix

3. Titrate with N/10 Pot. Permanganate to a pink color which will persist for at least 15 seconds.

4. The number of ml of N/10 Pot. Permanganate added is the Chemtoner titration

5. Normal limits for Chemtoner titration are 2 – 6.  It is generally preferable to operate at the lower limit.

6. Add 30 ml of Chemtoner 25 solution to raise Chemtoner titration by 1 ml.

SERVICE
All Chemphos plants are put into operation by TCF’s Technical Staff who gives the operation in charge the few instructions necessary to ensure the best possible results.

HANDLING PRECAUTIONS
Chemphos 99 is slightly acid and clothing should be protected if there is any possibility of continuous or frequent splashing with the solution.  Wash off any splashed on the skin at once with cold water. If the solution gets in the eyes wash out with liberal quantities of water and obtain immediate medical attention.

FURTHER INFORMATION

For further information on chemical processes for pretreatment of metal surfaces and prevention of corrosion, apply to the following:

CHENNAI OFFICE


:
THIN-CHEMIE FORMULATIONS







30 School View Road







Chennai 600 028







Phone : 493 8148

493 9050







Fax No:  495 4012

             




Email  :  thinchem@yahoo.com
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